[bookmark: _GoBack]Imprinting layer preparation
+ BHF dip
+ Spinning of mr-I 7030R
Spinning: 3000 rpm gives apx. 280nm


Soft bake:  60sec@110C 

Spin curve for Mr-I 7030R resist
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Thickness, nm



